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I8 . - TOPAC STUDY OF LIQUID ANG AMORPHOUS- Se,_,Te, ALLOYS* .

ol

D.K. GASKILL, JOHN A, GARDNER, K.S. KRANE, AND R.L. RASERA**

Department of Physics, Oregon State University, Corvallis, OR 97331 USA

f& A time differential perturbed angular correlation study on
£ several 1iquid and amorphous splat-quenched Se, Te alloys
fz was performed using dilute }!1Cd as the tracer. The 1iquid
%ﬁ spectra exhibits an attenuation factor, 1,,, consistent with
g

the motional narrowing approximation. The attenuation factor
is proportional to the motional correlation time tc' ml-

tiplied by tﬁe average square electric quadrupole frequency,

<v02>. vq has been characterized in amorphous splat-quenched
f§ Se and Te, allowing tc to be computed for these two liquids
%g. from the measured 1,,. Spectra in both amorphous Se and Te
arise from two distinguishable sites with quadrupole frequen-
g% cles similar to the sites in compounds of Se gﬁmggigith In.
%% ; |
' We describe here an application of time differential perturbed angular
?i correlation (TDPAC) to the study of molecular dynamics in liquid Se, Te,
;g and s‘l-xTex alloys. When combined with TDPAC spectra on corresponding
amorphous solids, these measurements yield a hyperfine correlation time
g: tc for the tracer nucleus. tc is approximately equal to the smallest of '
%?j the characteristic times of molecular rotation, chalcogenbond-breaking, or
& tracer diffusion. Some of the data presented here on liquid'Se and Se-rich
fﬁv alloys have been described previously.!s?2
éé The radioactive tracer used in this work was !llIn whose relevant nuclear

characteristics are given in Table 1:-Tpfs:t§::rr decays by electron
P
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, mm.m.'....’...-..'..I.‘I....I'.l..'.‘I...'II'I..II.'.II.'.'-.-

Parent half-life 2.83 days
4‘ Energies of v-y cascade 171-245 kev
s Nuclear spin sequence o 5 1+
o 2 2 2
Angular correlation coefficients: '
‘ | -0.180(2)
_ ::: : +0.002(3)
Intermediate nuclear state:
haif-life 84 nsec
spectroscopic nuclear +0.83(13) b

quadrupole moment
T —————
TABLE I. 'Suuary of relevant nuclear characteristics of radioactive probe
miclide 111In + 111Ca, A1l data taken from S. Raman and H. J. Kim, Mucl.
‘Data 8BS, 39 (1971), except quadrupole moment which is from P. Herzog et
al., Z. Phys. A 294, 13 (1980).

| cntm to lg';.ugi.to?d sf.vat,c of licq, ,e",‘“‘?h then decays to its ground state
by nfttiun t\o f.s‘uccossjv:.v-t:us. The enission directions of these vy-rays
are stm\gly eorrchm This correlation is perturbed if the nucleus fis
mj«:t toan cxtmal electric field gradient during the time between the
exission of the first and second y-rays. The TOPAC measurement is fntended
to determine tln time dcpeudcnce of the perturbation of the angular
 corvelation.
Liquid samples were made by placing approximtely 50 mg. of the !

: wmc alloy into a3 mm diameter quartz tube, adding a few drops of
thﬂy-abtaimd carrier-free) !!!In-containing HC solutioh,
| aontim the water, dncuating and sealing the capsule. Experimental
Ws were made after the sawple had been homogentzed at
mmuiy §00°C for 28 hours. These samples were not allowed to freeze
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; ..+ Wil the series of measurements was complete. The amorphous samples were
- M by splat-quenching at 78K and were maintained at that temperature
“watil all runs were complete. The experimental setup for the TDPAC
measurements consists of four NaI(T1) scintfllation counters, arranged in:
' fixed positions smetiically in the horizontal plane about the sample
furnace or dewar. Delayed coincidences of the 171-245 keV cascade were
detected for interdetector angles 0=90° and 180° by standard fast-slow
coincidence circuits. The résulting four spectra were stored in separate
mamory banks of a multichannel analyzer computer as a function of the time
delay t between the two y-rqy'enissions. After data were collected for
o approximately 2 hours, the ratio,
5 Y R(t) .2 [ ¢,(180°,t) ?5(130°.t) ]1/2 1 (1)
3 C,(90°,t) C3(90°,t)
was computed. Here the C.(o,t), i=1 to 4, are the time spectra

collected by different detector combinations corrected for random

w - coincidences. Representative R(t) spectra are shown in Figures 1-3 for

.‘ liquid Se, liquid Te, and two amorphous splats, respectively. R(t) is
related to the nuclear anisotropy Az, and the “perturbing function® 6;,(t)
by

R(t) = —AaSaa(t) (2)
1- -:- A22622(t)

In solids, the electric field gradient is independent of time, and 6,,(t)
is given by?

B22(t) = Sz0 + 1?;1 Spy cos(wt) exp (‘% sty %), (3)

where 0y, =1 to 3 for Cd, are functions of the quadrupolar frequency

2 and electric field gradient (EFG) anisotropy. & is a measure of the
g froquency spread due to varfations of the EFG in materfals which are not




: ‘l.t'rfcct r:rystt‘ls. The Su. 1=0 to 3, depend on the average orientation

of the EFG principal axes. Frequently nuclei occupy sites with differing
EFGs, and if so, the observed G,,(t) will be the appropriately weighted sum

rﬁ% over all sites.
In liquids, molecular reorientation is normally rapid on the (nsec) time
scale of the measurements, and the static assumption described above is not
correct. If fluctuations are sufficiently rapid, the interaction can be
treated in the motional narrowing approximation which yields the simple
result,"
Gaa(t) = €222t | ‘ (4)
where for Cd, '
63 _2 2

Here t_ is the hyperfine field correlation time, and <v°2> is the
average square quadrupole frequency. The data shown in Figs. 1 and 2
follow the simple exponential decay predicted by the above formula.
Significantly more structure is evident for the amorphous samples whose
spectra are shown in Fig. 3.

p——
¥l

Fig. 4 shows the A,, values obtained by fitting the 1iquid data to Eq. 4.
For 1iquid Te, A, could be measured accurafely only in the supercooled
temperature range where it follows an activated temperature dependence with
activation energy 0.56 eV. At lower temperatures, A,, for the Se-rich
1iquids also follows an activated temperature dependence with a
concentration-independent activation energy of 0.36 ev.

In order to compute t. from 1, <v°2> must be known. To the
extent that the average surroundings of the In/Cd tracer atom are the same
in the Yiquid and amorphous solid, vq can be found from the TOPAC
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.6 spectrum of the splat-quenched solid by fitting to Eq. 3. TDPAC spectra
A have been measured only on pure amorphous Se and Te. In each case, single-
, “site fits'm not adequate, but a two-site fit provided reasonably good
< agreement with experiment. For amorphous Se, approximately 70% of the

tracer atoms are found to have quadrupolar frequency vq = 110 MHz and

30% have »0-70 Miz. For amorphous Te, approximately 70% have

vo-mlllz ad X have vqammz. § is of order 15X for all
sites. This result indicates that in the two amorphous solids, In can
occupy sites with two different near-neighbor configurations. The
quadrupolar frequencies of the two sites in amorphous Se and Te are
approximately -the same as the frequencies of the two sites in In,Se; and

In,Teg respectively,S©

With these results, <qu>1/ 2, 100 Miz for amorphous Se, and 115 MHz for
Te. If <v03>1/ 2 is the same in the 1iquid, the correlation times for
1iquid Te and 1iquid Se at low temperature are given by

1 y
,tC s “oup('E/kT). (6)

where v, = 8x10'! sec-! for Se, 2x10'® sec-! for Te, and E = 0.36 eV

for Se, 0.56 eV for Te. For Se, we have previously conjectured? that the

Tow tewperature t. is the Cd tracer diffusfon time. The prefactor for
Se 1s consistent with this suggestion, since v, fs the correct order of
magnitude for a lattice vibration frequency. For 1iquid Te, tc clearly

cannot be the tracer diffusion time, since Yo is much larger than

typical lattice vibration frequencies. It is presently not clear whether
| 'c fn Te or in high-temperature Se is associated with chalcogen
bond-bresking. We hope that additional measurements on amorphous solids

and Te-rich 1iquid alloys may help to resolve these questions.
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